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world. The Institute of Aviation is one of the world’s leading research centers providing composite
testing services for domestic and foreign clients [1]. Machining of such materials is complicated.
Determining the processing parameters for pre-impregnated carbon panels is important since
the quality and production time of the composite product depends on the parameters chosen.
The processes described in this article allow its readers to enhance their knowledge of the precise
preparation of carbon composite samples. The auxiliary processes associated with the production
of carbon samples used in the CKTT Department of the Aviation Institute are also described
in detail. This paper includes descriptions of the technology of composite sample preparation
using a vacuum ironing table, the system of pre-cutting panels (so-called subpanels) with a CNC
plotter, precision cutting of target specimens with a conventional milling machine using diamond
discs, grinding with a surface grinder of sample edges that are key for testing, checking the quality
of the samples to ensure they are in compliance with ASTM D6641 / D6641M-14 (2014) [2].
2. 	COMPOSITE SAMPLE PREPARATION TECHNOLOGY
2.1. Manufacturing of pre-impregnated carbon panels
The CKT Division mainly conducts research on composite materials (CFRP) produced using
the pre-impregnate technology [11 ÷ 12]. Carbon fiber fabrics are pre-impregnated with epoxy resin.
The pre-impregnated fabric was laid out on a flat duralumin plate measuring 300x300 mm, which
served as the mold in the process (Fig. 1). Using the vacuum table (Fig. 2), the pre-impregnated layers
were compressed 1 ÷ 3 layers at a time. After obtaining the target number of layers, the composite
panel along with the duralumin sheet was placed in a sealed vacuum bag.

Fig. 1. Compression of a carbon prepreg layer
[The Author 2016]

Fig. 2. Compressing with a vacuum table
[The Author 2016]

A previously prepared vacuum bag with a composite panel was placed in the furnace to perform the
polymerization of the epoxy resin contained in the pre-impregnate. The process was carried out under
maintained negative pressure (-0.98 bar) in the vacuum bag. The curing process is divided into two stages:
1. pre-hardening,
2. target curing.
Pre-hardening consisted of curing the composite material in a vacuum bag at 82 ° C.
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After the pre-hardening, the composite panel was removed from its mold and cured, no mold, at 130°C
(Fig. 3). The curing graphs show changes in process temperature over time for the MTM-46 resin.
The above process stages enabled a reduction in the porosity of the composite structure to 3 ÷ 5% (Fig.4).

1

2
Fig. 3. Graph of thermal cycles for MTM46 resin: 1 – Pre-hardening
process, 2 – Target curing process [The Author 2016]

Fig.4. Cured composite panel [The Author 2016]
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2.2. Preliminary cutting of composite samples on a CNC plotter
The next step in the preparation of the samples is their preliminary cutting (into subpanels).
An important problem in the machining of composites is their layered structure, while another
is the short life of the tools. Manufacturers try to adapt to these conditions the shape of the
tools, the materials they are made of, and their coverage. All that is left to the machine operator
is to set proper working parameters. The most important of which are the cutting speed and
the feed rate [4].
The use of a milling plotter made the preparation of the laminate subpanels for the next
operation (Fig.5) quick and sufficiently accurate. This task is important because the selection of the
cutting speed is crucial for the quality of the sample edge. The cutting speed of 100 ÷ 130 m / min
yielded optimum working conditions. Delamination in the form of: fraying, chipping, or cracking
of the sample edge is the main threat that may occur at this stage of sample preparation.
Any discontinuities in the composite structure that are created at the cutting stage may lead to
strength reduction of the composite samples. In order to avoid delamination around the edges of
the samples, the subpanels were cut with a 20 mm allowance (around the circumference). It is also
important not to overheat the sample edge beyond the resin glass transition temperature (150°C).
Local temperature increase can be reduced by using water-based coolants or by decreasing
the depth of the cut and the cutting speed. (Using oil coolants is not recommended because oil
inclusions may form in the composite structure. Such inclusions can act as a barrier for water,
preventing it from penetrating deep into the studied structure and thus, e.g., making it impossible
to verify the aging process of the sample.)

Fig. 5. A sample prepared for milling [The Author 2016]
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2.3. Cutting of composite samples on a conventional milling machine
In order to obtain high quality samples, the method used was that of cutting with a diamond disc on
a conventional milling machine. The main criterion for assessing the quality of the cut is the number of
frayed carbon fibers that appear afterwards. The instrument featured in Fig.6, used for cutting composite
samples, allows for the initial setting and maintenance of straight angles of the sample. For the cutting,
a clamping system was used, the sample was immobilized, and the edge being cut was supported.
The optimum cutting speed of the sample is 0.1 ÷ 0.4 m / min. Cutting parameters vary depending on
the thickness of the workpiece. Continuous air extraction from the cutting area reduces the operating
temperature of the diamond grinding disc and keeps the air free of volatile particles of carbon and resin.

Fig. 6. Sample cutting process on a conventional milling machine [The Author 2016]

2.4. Grinding on a surface grinder
The final step in the production of the samples is to remove any scratches and frayed fibers from
the surface of the cut samples. Geometric notches created at the cutting stage are a source of cracks
leading to disruption of the testing process and to possible alteration of measurement results.
Obtaining a surface free of such faults is directly dependent on the machining parameters.
For the grinding of the composite samples, a porous grinding wheel with a ceramic grain
of 50 ÷ 80 grit was used. The interstices between the grains allow for efficient rinsing out of the cut
material from the space between the grains. The cutting speed was 10 ÷ 20 m / min. Grinding was
performed with a coolant neutral to the composite material. The roughness of the obtained surface
should be at least Ra = 0,8 with no frayed fibers protruding at all. The edges of the sanded specimens
should be homogeneous and free from inclusions (Fig.7).
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Fig. 7. Samples prepared for grinding [The Author 2016]

3. QUALITY CONTROL OF THE SAMPLES PRODUCED
Every research unit should include a quality control department to verify the products
for compliance with the applicable documentation. The composite samples delivered by the
technology department are standardized and must be prepared in compliance with specified
tolerances. Proper preparation is a prerequisite for sample acceptance and for performing strength
tests (e.g. tensile, compression, bending, shearing, etc.), which are of great importance when
selecting materials for aerial structures [17]. The compliance of the samples with the tolerances
given also afffects the reliability and reproducibility of the results.
Quality control of composite samples includes the following:
1. Visual inspection of the work surface.
2. Verification of the sample dimensions.
3. Verification of the perpendicularity of the sample surfaces using the simplified method.
4. Verification of the perpendicularity of the sample surfaces under a microscope.
3.1. Visual inspection of the work surface
Visual inspection of the work surface is the first stage of quality control, offering quick verification
of the elements produced. In this process, the surface of the samples is controlled for scratches and
fiber fraying created on the surface and on the edges of the samples during the cutting process.
Such defects should be removed in the grinding stage. If scratching or fiber splintering is detected
after grinding, the sample is discarded.
Visual inspection of work surface is shown in Figure 8.
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Fig. 8. Visual inspection: 1 – of fiber cohesion, 2 – of grinding uniformity [The Author 2016]

3.2. Verification of the sample dimensions
Dimension verification consists of checking the width, length and parallelism of the worked edges
of the sample. The dimensions must be within the tolerances specified in the technical documentation
or in the standard. The measurement is done in at least three places using an electronic caliper
with a valid calibration test. A sample measurement is shown in Figure 9.

Fig. 9. Checking dimension conformity with documentation [The Author 2016]

3.3. Verification of the perpendicularity of the sample surfaces using the simplified method
Compression testing requires that the samples, in addition to the toleranced width, length and
parallelism, meet the tolerance of the perpendicularity of the surfaces. As a result, all samples are
subjected to 90° angle verification. Verification of the perpendicularity of the sample by means
of the simplified method is based on the use of a precision square with a tolerance grade of 2
(as per DIN 875/2 - for a square with a 150 mm long leg the squareness tolerance is 35 μm [3]),
and a 30 μm thickness gauge. The edges of the samples must fit the edges of the square with such
accuracy that no gap is visible between the edge of the sample and the square and it is impossible
to insert a standard 30 μm gauge plate between the respective edges. All four angles of each sample
are tested with this method. The simplified method of angle verification is shown in Figure 10.
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Fig. 10. Measurement of the perpendicularity of the sample with the simplified method: 1 – visual, 2 – with a standard
thickness gauge [The Author 2016]

3.4. Verification of the perpendicularity and the surface of the sample under a microscope
Examination of the perpendicularity and surface quality of the sample is done using a digital
microscope. The measurements are made for a random sample from each series. When measuring
perpendicularity, the microscope is calibrated against a gauge block. The microscope is also used to
check the quality of the surface grinding and to look for any possible delamination. Delamination is
a very dangerous phenomenon because it can affect the load bearing capacity of a panel [5] and it is
invisible to the naked eye if located in between the inner layers [4]. Verification of the surface and
perpendicularity of the sample under the microscope is shown in Fig. 11.
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Fig. 11. Verification of the surface and perpendicularity under a microscope: 1 – Surface before grinding,
2 – surface after grinding, 3 – a comparison of sample before and after grinding, 4 – angle measurement
on microscope [The Author 2016]
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The composite samples accepted by quality control must be dried prior to the strength test.
The drying of samples is done in special furnaces over the period of at least 2 hours at a temperature
of about 60 ° C. The purpose of this step is reduction of the moisture present in the composite
samples, which increased during the wet grinding process. This process should be precise because
water absorption leads to swelling of the polymeric material, creating tensile stresses during drying,
which in turn increases the material’s susceptibility to cracking. The degradation process resulting
from the contact of the composite with water and variable temperature (resulting from atmospheric
conditions, work or exposure to sunlight) is called aging [6].
4. 	CONCLUSIONS
1. Cutting the samples on a CNC plotter with a cutting speed of more than 130 m / min results
in local overheating of the epoxy resin and fraying of the fibers at the panel edges ≥ 1 mm,
which causes the sample to be rejected during quality control.
2. The optimal cutting speed of composite material when cutting on a manual milling machine is
0,1 ÷ 0,4 m / min. At these speeds there is no fiber fraying or it is ≤ 0.5 mm and can be removed
through grinding without increasing the grinding allowance.
3. The grinding process makes it possible to satisfy the tolerances of perpendicularity and surface
parallelism which are difficult to meet using different methods.
4. The quality control system developed (visual inspection of the work surface, verification
of dimensions, verification of surface perpendicularity using the simplified method, verification
of surface perpendicularity on the microscope) allows for quick and reliable verification
of the samples prepared. The time of the quality control described, including filling in a control
report for a 100 sample series, is 100 min.
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Wytwarzanie i badanie węglowych próbek
kompozytowych przeznaczonych dla lotnictwa
Streszczenie
W artykule przedstawiono technologię wytwarzania oraz kontrolę jakości próbek kompozytowych
wykonanych z materiałów przeznaczonych między innymi na elementy statków powietrznych.
Próbki wykonano z preimpregnatu węglowego w osnowie polimerowej, który powszechnie
stosowany jest w przemyśle lotniczym. Opisano wymagania wymiarowe dla próbek wytworzonych
z materiałów kompozytowych przeznaczonych do badań wytrzymałościowych oraz główne etapy
produkcji, które mają bezpośredni wpływ na jakość próbek kompozytowych. Przedstawiono również
proces technologiczny wytwarzania płaskich węglowych paneli kompozytowych przeznaczonych
na próbki kompozytowe, cięcie na ploterze CNC wyprodukowanych paneli, cięcie próbek na frezarce
konwencjonalnej oraz obróbkę powierzchni próbek na szlifierce do płaszczyzn. Podano parametry
obróbki dla frezowania oraz szlifowania próbek węglowych, które na drodze doświadczeń uznano
za optymalne. Opisano sposób przeprowadzania kontroli jakości gotowych próbek kompozytowych
oraz przedstawiono rozwiązania usprawniające produkcję próbek o wysokiej jakości.
Słowa kluczowe: prepreimpregnat węglowy, technologia kompozytowa, konsolidacja próżniowa,
badania wytrzymałościowe.

